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Abstract—We discuss the wafer design and fabrication process
for the 1.3-μm-wavelength AlGaInAs/InP transistor lasers, and
the structural dependence of lasing and the electrical characteris-
tics are shown. We particularly focus on the base structure, and
the thickness and width dependence are numerically and exper-
imentally analyzed. A thicker base layer resulted in lower opti-
cal confinement factor in the quantum wells (QWs), higher opti-
cal loss, and lower current gain. In addition, a wider base width
caused leak current recombination outside the QWs. By modify-
ing the structure of an n-p-n TL, it was possible to simultaneously
realize room-temperature continuous-wave lasing and transistor
operation.

Index Terms—AlGaInAs/InP, quantum-well (QW) laser, tran-
sistor laser (TL).

I. INTRODUCTION

TODAY, data traffic is rapidly increasing, and the demand
for high-speed data transmission is strong. Optical com-

munications are widely used in intercontinental or intercity com-
munications, fiber-to-the-home, and interconnections between
individual computers to transmit high-bit-rate data. To address
these demands, the 40–100-Gb/s Ethernet systems were stan-
dardized in 2010 [1] and the beyond 100 GbE is currently under
consideration. In these systems, the optical signal sources are
among the key devices. In recent high-speed modules of over
25 Gb/s, electroabsorption-modulated lasers have been typically
used because they meet the requirements of speed and com-
pactness [2]. However, direct-modulation lasers could be more
attractive if they can meet the modulation-speed requirement in
short-distance optical communication systems [3], [4]. In this
case, the modulation speed of conventional laser diodes (LDs) is
limited to approximately 40 Gb/s due to several factors, includ-
ing the damping effect caused by carrier transport [5], [6]. Such
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Fig. 1. Structure of an AlGaInAs/InP TL. The two dashed lines: (a)–(a′) and
(b)–(b′) indicate the position of the layer structures shown in Tables I and II.

damping suppresses the relaxation oscillation of LDs, thus lim-
iting the modulation speed. To overcome this modulation limit,
several types of lasers have been proposed, such as the optical
injection locking techniques [7], [8] and laser with a tunnel in-
jection structure [9]. A transistor laser (TL) is another type of
directly modulated and multifunctional light sources that could
meet the demands of high-speed operation above 40 Gb/s. The
TL consists of a heterojunction bipolar transistor (HBT) with
an active region inside the base. In the TL, the carriers are
pulled from the emitter to the collector, and carrier flow passing
the active region always exists. With this pulling effect, shorter
carrier recovery times can be achieved, and, as a result, modu-
lation bandwidth higher than that of conventional LDs can be
expected [10]–[12]. Note that this concept was explored in 1985
using a GaInAsP/InP bulk active region [13], [14]; however, at
that time, transistor operation was not achieved. Since then,
the first room-temperature continuous-wave (RT-CW) transis-
tor operation of a 0.98-μm TL has been demonstrated, and
some characterizations of this transistor have been made, in-
cluding transistor operations [15], [16]. At longer wavelengths,
wafer design [14] and CW operation at −185 ◦C have been re-
ported for a 1.5-μm-range TL, with a threshold base current of
10 mA and a current gain of 0.14 under lasing operation [17].
Our group is currently focusing on realizing 1.3-μm TLs using
AlGaInAs quantum wells (QWs) with buried hetero (BH) struc-
ture, as shown in Fig. 1. In the previous reports, we successfully
achieved the first RT-CW operation of a p-n-p [18] and an n-
p-n TL emitting at 1.3-μm wavelength using an AlGaInAs/InP
material system [19]. In this paper, details of the device struc-
ture and the fabrication processes are disclosed, and a compar-
ison of its characteristics with those of other wafer structures
is discussed. In Sections II and III, the device structure and the
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Fig. 2. Optical field of the TLs with varying base thickness (a) 200-nm-thick base. (b) 500-nm-thick base. (c) Cross-sectional drawing of the TL.

fabrication processes are explained, respectively. In Sections IV
and V, the lasing and electric characteristics of p-n-p and n-
p-n TLs are discussed, including the base width and thickness
dependence. Finally, the discussion is concluded in Section VI.

II. WAFER DESIGN OF THE TL

In previously reported short-wavelength TLs [15], [16], the
waveguide structure was based on a ridge or a gain-guided wave-
guide structure. In these devices, CW operation was achieved
with high medium gain by GaAs-based materials. Compared
with such devices, the long-wavelength active materials based
on InP have lower medium-gain properties and higher loss due
to the Auger recombination. In addition, the optical absorp-
tion [20] of a highly doped p-type base layer was expected.
Thus, realizing CW operation for long wavelength in the previ-
ous reports by other groups was difficult. To solve this problem, a
BH structure was introduced in our TLs, as shown in Fig. 1. The
n-p-n-p-InP current-blocking layers were regrown at both sides
of the active layer. With this structure, the carrier recombination
position and optical field intensity were matched, resulting in
improved lasing characteristics.

Compared with conventional BH LDs [21], [22], the in-
troduction of a base layer causes asymmetric optical mode
field along the vertical direction. Therefore, calculation of
the optical confinement factor of the active region was car-
ried out. The simulated structure consisted of an InP bottom-
cladding layer as emitter, five AlGaInAs QWs sandwiched by an
AlGaInAs separate confinement heterostructure, a GaInAsP as
the base, and an InP upper cladding as the collector. Fig. 2 shows
the optical fields of the TLs with 200- and 500-nm-thick base
layers. The thicker base layer pushed the optical-mode field up-
ward (collector side), resulting in lower optical confinement in
the QWs and higher optical confinement in the GaInAsP base.
The optical confinement factors in the QWs with 30-, 200-,
and 500-nm-thick GaInAsP bases were 5.2%, 4.9%, and 4.3%,
respectively. For reference, the optical confinement of the five
QWs in our conventional BH-LD was 6.2%. Thus, to realize
a high-efficiency lasing operation, the GaInAsP base must be
thinner.

Next, the distance between the base electrode and the ac-
tive region was considered. A longer lateral current-injection
distance causes higher electrical resistance; thus, the distance
should be as short as possible unless the optical field overlaps

Fig. 3. Simulated additional loss by the base layers as functions of doping
concentration and base thickness.

the electrode. From the numerical simulation, the lateral opti-
cal field intensity was negligible 2 μm away from the center
of the active region when the width of the active region was
2 μm (1 μm each from the center). Considering fabrication tol-
erance, the distance was set at 4 μm in the fabrication, as will
be described later.

In the final step, the doping concentration of the p-GaInAsP
base NB and the thickness of the base dB were considered.
Higher doping concentration and thicker base result in lower
resistance and in higher optical absorption. Therefore, the elec-
trical resistance and the optical absorption maintain a tradeoff
relationship. Fig. 3 shows the contour plot of the additional
optical internal loss that exists at the base as functions of the
base doping concentration and thickness. In the calculation, the
base polarity was assumed to be p-type, and the distance was
4 μm. When the base doping concentration was approximately
1018 cm−3 and the thickness was several hundred nanometers,
the additional optical loss was limited in few cm−1 only. In ad-
dition, a thin base may result in high resistance, which degrades
the lasing performance. Thus, we chose the doping concentra-
tion and thickness of 1 × 1018 cm−3 and <200 nm, respectively,
in the actual device fabrication.
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TABLE I
LIST OF THE LAYERS OF THE p-n-p TL STRUCTURE [LEFT: (a)–(a′). RIGHT: (b)–(b′)]

TABLE II
LIST OF THE LAYERS OF THE n-p-n TL STRUCTURE [LEFT: (a)–(a′). RIGHT: (b)–(b′)]

III. FABRICATION PROCESS

The TL fabrication process is explained in this section.
The initial wafer was grown on a (1 0 0) InP substrate by
organo–metallic vapor phase epitaxy (OMVPE). It consisted of a
130-nm AlGaInAs (Eg = 1.1 eV), 1.4% compressively strained
AlGaInAs, five QWs with −0.7% tensile-strained AlGaInAs
barrier layers emitting at 1.3-μm wavelength, a 100-nm
AlGaInAs, a 10-nm GaInAsP (Eg = 1.0 eV), and an InP cap
layer. The polarities of the layers depend on either the p-n-p
or n-p-n TL structure. Details of the wafer structures for the
p-n-p and n-p-n TLs are shown in Tables I and II, respectively.
In the tables, the layer structures across (a)–(a′) and (b)–(b′)
shown in Fig. 1 are summarized. Using the AlGaInAs active
layer, a wide-temperature range and a high-speed operation are
expected because of the material properties such as larger con-
duction band offset and higher differential gain compared with
the GaInAsP system.

After the initial wafer growth, an InP-BH structure was
formed. Because AlGaInAs compounds are known as easily ox-
idized materials in atmosphere, forming high-quality BH struc-
ture using regrowth is difficult [23]. To address this problem,
the cleaning process, which was proven to achieve high-quality
AlGaInAs BH lasers in our previous report [18], [19], was
used in our TL fabrication. The cleaning process is described
as follows: Mesa stripes were formed by wet etching using
a bromine–methanol solution (Br2 /CH3OH = 1:1000) and by
dry etching by reactive-ion etching (RIE) using SiO2 masks.
After the mesa formation, the two cleaning processes were
performed. The first wet cleaning was performed in three steps
using Br2 :CH3OH (1:40 000) to clean the surface, H2SO4 :
H2O2 :H2O (1:1:40) to clean the Al-containing region, and 1%
BHF to remove the oxidized layer. The device was then placed
in an OMVPE reactor where the second cleaning process (ther-
mal cleaning) was conducted. We clarify that the best condition
for thermal cleaning was under PH3 atmosphere for 45 min at
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650 ◦C [19]. When these processes were done, the mesa stripes
were buried in n(100 nm)/p(200 nm)/n(300 nm)/p(400 nm)-InP
current-blocking layers to form the BH structure.

After the SiO2 selective growth mask was removed, the rest of
the layers, including the base and collector layers, were regrown.
Because these sequences were slightly different for each device
structure, they are separately explained in Sections IV and V.
Next, the collector mesa was formed by RIE and wet etching us-
ing a 200-nm-thick SiO2 mask. An approximately 1.5-μm-high
mesa was formed by RIE, and the remaining InP collector layer
was removed by wet etching using hydrochloric acid solution
(HCl/CH3COOH at ratio of 1:4). After the collector mesa was
formed, which had a total height of approximately 2 μm after
the dry and wet etching, the mask over the collector mesa was
retained, and a 100-nm-thick SiO2was deposited over the entire
surface. Thus, the SiO2 thickness on the collector mesa was
more than 200 nm. The SiO2 was patterned by photolithogra-
phy and RIE as mask for the 34-μm-wide base-mesa formation
followed by base-mesa etching using RIE. The emitter mesas
were also formed in the same manner to isolate each device. The
electrodes were formed in two steps. The first step formed the
stripe pattern electrodes (Ti/Au: 25/200 nm) by lift off on the
collector, base, and emitter mesas. The second step formed the
probe pads and connected them to the electrodes. A relatively
thick (approximately 4 μm thick) resist and an oblique evapora-
tion technique were used to evaporate the metal to the side wall
of the mesas. Finally, the wafer was lapped to approximately
150 μm thick, and the facets were formed by cleavage without
any coating.

IV. P-N-P TL

For the first step, a “p-n-p” TL was investigated. In a p-n-p
configuration, high-speed operation is difficult because the ef-
fective mass of the modulated carriers (holes) is heavy com-
pared with that of the electrons. However, compared with an
n-p-n configuration, the fabrication process is easy because the
n-base ohmic contact can be formed easily.

The fabrication process is discussed in Section III. The wafer
structure is shown in Table I. In this case, a 200-nm-thick
n-GaInAsP base layer, a 60-nm-thick p-GaInAsP collector layer,
a p-InP sub-collector layer, and a p+ -GaInAs collector contact
layer were adopted for the second regrowth. In the p-n-p TLs, the
n-GaInAsP base layer functioned as a base contact layer. Thus,
the doping concentration of n-GaInAsP was set to a relatively
high value.

Fig. 4 shows the lasing characteristics of the p-n-p TL with a
common base configuration under RT-CW condition. The cav-
ity length L is 500 μm, and the stripe width W is 1.8 μm. The
solid lines indicate the light output characteristics of the com-
mon base configuration, and the dashed line indicates the light
output and the I−V characteristics of the two-terminal con-
figuration (emitter–base with floating collector). The threshold
current is 17 mA (threshold current density is 1.9 kA/cm2), the
external differential quantum efficiency is 47%, and the differ-
ential resistance is 6.3 Ω under the two-terminal configuration.
The lasing wavelength is 1365.86 nm at VCB = 1 V. By apply-
ing the collector–base voltage VCB , the output power decreases.
This phenomenon is attributed to the increase in the optical loss
because of the change in the effective bandgap of GaInAsP by

Fig. 4. Lasing characteristics and I−V characteristics of a p-n-p TL under
common base configuration. The inset shows the spectrum under a two-terminal
configuration.

Fig. 5. IC −VCE characteristics of a p-n-p TL under common emitter
configuration.

the collector bias (Franz–Keldysh effect) [24]. Considering that
the output power of this device can be controlled by applying
the collector voltage, we can expect that this device can control
the gating functions by varying the collector voltage. The lasing
spectrum also changes with high VCB . An approximately 2-nm
sudden red shift was observed at VCB = 7 V because of the
band-bending effect [18].

Fig. 5 shows the IC−VCE characteristics under the common
emitter configuration. From the figure, the current gain, defined
as IC /IB , is approximately 0.01 at VCE = 1 V. Despite being
a very low value due to the heavy effective mass of the holes,
transistor operation was achieved. At high VCE , the collector
current rapidly increased because of the band bending of the
base, typically observed in III–V HBTs.

Fig. 6 shows the near-field pattern below the threshold current
of the p-n-p TL. A long tail emission is observed. This result
indicates that the carriers that passed through the QWs recom-
bined at the GaInAsP base. This leakage should be reduced by
optimizing the structure, e.g., by reducing the base width, as
described in the next section.
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Fig. 6. Near-field pattern of the TL below the threshold current.

Fig. 7. Lasing characteristics of the n-p-n TL under the two-terminal
configuration.

V. N-P-N TL

A. Original Structure

The n-p-n TL was studied. The n-p-n TL has similar struc-
ture with the p-n-p TL and the polarity of the layers is opposite
(summarized in Table II). Although the QW layers were not
doped in the crystal growth sequence, the QWs were actually
p-doped (mid. of 1017 cm−3) using diffusion effect of the Zn
dopant, which were intentionally controlled by us to achieve
n-p-n structure. The fabrication process of the n-p-n TL is more
complicated than that of the p-n-p TL due to the base con-
tact layer. In the n-p-n TL, a p+ -base contact layer is needed
to form the ohmic contact (for the p-n-p TL, the n-GaInAsP
base layer also acts as a contact layer). Up to the BH regrowth,
the process is done in the same manner as that of the p-n-p
TL. Thereafter, the 200-nm-thick p-GaInAsP base layer and the
50-nm-thick p+ -GaInAs are regrown. To prevent optical loss,
the p+ -GaInAs contact layer just above the active layer is re-
moved by wet etching. Then, the n-InP collector and the n+ -
GaInAs collector contact layers are regrown.

Fig. 7 shows the light output characteristic under the two-
terminal configuration. The threshold current is 120 mA, and the
external differential quantum efficiency is 1% under RT-pulsed
operation. No lasing was observed under the three-terminal
configuration. Fig. 8 shows the VCE−IC characteristics under
RT-CW condition. The current gain of this device, defined as
IC /IB , was approximately 1. Compared with the p-n-p TL men-
tioned in the previous section, large current gain was obtained,
and this difference can be explained by the difference between
the effective masses of the holes and electrons. Although las-
ing and transistor operations were simultaneously achieved, the
lasing properties became depleted compared with those of the
p-n-p TL. To clarify this phenomenon, we did several measure-
ments, which confirmed that the device had more carrier leakage

Fig. 8. VCE−IC characteristics of the n-p-n TL under common emitter
configuration.

Fig. 9. Near-field pattern of the modified structure.

at the base than that of the p-n-p TLs shown in Fig. 7 because
of the higher mobility of electrons.

B. Modified Structure With Etched Base

To improve the lasing properties, we adopted a modified struc-
ture, which focused on the base region width. The modified
structure had a narrow (6-μm-wide p-GaInAsP) base layer com-
pared with the original structure mentioned previously, which
had a wide base layer in the entire mesa. As shown in Fig. 6,
there was a problem of the recombination at the side of the
base GaInAsP layer. Thus, with the narrow base structure, the
recombination at the base was expected to be suppressed; as a
consequence, higher efficiency should be realized. The fabri-
cation process was different from that of the original structure.
After the regrowth of the BH structure, p-GaInAsP was regrown
over the entire surface. Then, using SiO2 mask, the p-GaInAsP
base was patterned and etched off by RIE, except for the 6 μm
width above the active region. The p-InP subbase layer and the
p+ -GaInAs base contact layer were selectively regrown at both
sides of the p-GaInAsP base. After the SiO2 mask was removed,
the n-InP collector and the n+ -GaInAs collector contact layer
were regrown. The rest of the process was the same as the pre-
vious one. Fig. 9 shows the near-field pattern of the modified
structure. With this structure, a better shape of the near-field pat-
tern was confirmed with less emission from the side, in contrast
to that shown in Fig. 6. This result indicates that the leakage
current was reduced by the heterostructure with p-GaInAsP and
p-InP.

From this modified structure, we examined two types of de-
vices with p-GaInAsP base thicknesses of 30 and 200 nm. First,
the results of the 30-nm-thick base TL are discussed. Fig. 10
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Fig. 10. Lasing characteristics of the modified n-p-n TL (30-nm base) under
common base configuration.

Fig. 11. Lasing characteristics of the modified n-p-n TL (30-nm base) under
common emitter configuration.

shows the lasing characteristics under the common base con-
figuration. The cavity length L is 500 μm, and the stripe width
W is 1.3 μm. A threshold current of 150 mA and an external
differential quantum efficiency of 3.4% with a collector–base
voltage VCB = 0 V were achieved under RT-pulsed condition.
Under the two-terminal configuration, the differential resistance
was 16 Ω, higher than that of the p-n-p TL due to the higher
resistance caused by lateral current injection in the p-type base
layers. By applying the collector–base voltage VCB , a little im-
provement in the threshold current was observed. The trend was
opposite in Fig. 4. This was because of the charge of the carrier
flows to the collector as applying VCB . With low VCB , the flow
of electrons was disrupted at the base and recombined with the
holes at the base, which cased insufficient holes in the QWs.
With high VCB , electrons were efficiently pulled out to the cor-
rect and enough holes were recombined in the QWs. Fig. 11
shows the lasing characteristics under the common emitter con-
figuration. This measurement was also under pulsed condition,
and the step of the collector–emitter voltage VCE was 0.1 V. The
threshold base current reached as high as 200 mA at VCE = 0 V
because the recombination of electrons and holes outside the
active region in the base occurred before the holes reached the

Fig. 12. VCE−IC characteristics of n-p-n TL (30-nm base).

Fig. 13. Lasing characteristics of the modified n-p-n TL (200-nm base) under
common base configuration.

active region owing to smaller collector current. However, the
lasing properties were dramatically improved with the increase
in VCE , and an almost constant value under a threshold base cur-
rent of 18 mA was observed above VCE = 1 V. With high VCE ,
more electrons diffused into the collector layer, and less recom-
bination occurred at the base. In this case, most of the injected
holes from the base contributed to the lasing in the QWs. Thus,
the lasing operation was controlled by the base current. Fig. 12
shows the VCE−IC characteristics under the common emitter
configuration under RT-CW condition. The current gain, defined
as IC /IB , was approximately 6. Using the thin base layer (30 nm
thick), we successfully raised the current gain. However, a too
large current gain produced extra heat; thus, no CW operation
was achieved.

Fig. 13 shows the lasing characteristics of the n-p-n TL with
a p-GaInAsP base thickness of 200 nm. The TL had a cavity
length of 750 μm and a stripe width of 1.3 μm, and it operated
under a common base configuration under RT-CW conditions.
The threshold emitter current was 39 mA, whereas the external
differential quantum efficiency from both facets was 13%; the
calculated threshold current density was 3.5 kA/cm2 . The dif-
ferential resistance was 6.7 Ω, smaller than that of the TL with
a 30-nm-thick base due to the thicker base. By applying the
collector–base voltage VCB , both an increase in the threshold
current and a decrease in the output power were observed. This
phenomenon was also observed in the p-n-p TL mentioned in
the previous section.
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Fig. 14. Lasing characteristics of the new n-p-n TL (200-nm base) under
common emitter configuration.

Fig. 15. VCE−IC characteristics of n-p-n TL (200-nm base).

Fig. 14 shows the lasing characteristics of the device using a
common emitter configuration under RT-CW condition. Almost
the same threshold current (39 mA) and external differential
quantum efficiency (11%) were obtained at a VCE of 0 V. In
contrast to the characteristics of that with the 30-nm-thick base
shown in Fig. 11, minimal collector–emitter voltage dependence
was observed here.

Fig. 15 shows the dependence of the collector current IC on
the collector–emitter voltage VCE under the common emitter
configuration. Under CW operation, the base current increased
from 10 to 30 mA and then to 50 mA. Although typical transistor
behavior was observed, the obtained current gain (β ≈ 0.02) was
much smaller than that observed in the previous results. The
minimal collector–emitter voltage dependence can be explained
by this small current gain.

As previously mentioned, the RT-CW operation of an n-p-n
TL was achieved by suppressing the current gain. To realize
high-speed operation, RT-CW operation and moderate current
gain must be simultaneously achieved [25]. To enhance the
TL properties, it is necessary to improve the lasing properties
while maintaining the current gain. This can be realized with
introduction of large bandgap and thin base layer to strengthen
the carrier confinement to the QWs as well as to suppress the
recombination at the base.

VI. CONCLUSION

In this paper, the device design and fabrication process of
p-n-p and n-p-n-AlGaInAs/InP TLs emitting in the 1.3-μm

wavelength region have been described, and the structural de-
pendence of the lasing characteristics has been discussed. Con-
trols of the lasing characteristics by the three-terminal voltage
adjustment were demonstrated. Interesting characteristics were
revealed, and we believe that the device performance can be
made better by further investigation of the device structures
toward high-speed laser operation.
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